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18.1. INTRODUCTION  
Many diseases of the skin (e.g. psoriasis, dermatitis, eczema) are thought to be 
caused by infections, diet, and environmental factors, and in particular stress 
and anxiety. Psoriasis is a chronic inflammatory disease characterized by 
erythematous lesions with thick silvery scales on the surface, which are 
sometimes itchy [1]. Clinical medicine describes forms with fewer plagues, 
located on the elbows, knees or scalp; there are also generalized forms that 
affect large skin surfaces. Its prevalence in various populations is 1–3 %. The 
cause remains unknown but it has a strong genetic basis. 
Mild forms receive a hygienic dietary regime and topical treatment. This type 
of treatment is long lasting, and must be adapted to the clinical form regarding 
the use of different ointments and creams. For the silver-white scaly forms, 
keratolytic or pickling substances are indicated and are included in ointments, 
such as salicylic acid, lactic acid (2–10 %) and urea (15–20 %). Also, topical 
treatment can include substances called tars which are obtained from 
petroleum distillation such as Ichthyol and Oleum Cadinum. 
Other drugs are used that inhibit the proliferation of epidermal cells and 
regulate cell differentiation, including analogs of vitamin D3, i.e. calcipotriol 
and tacalcitol, found in creams and ointments. Topical corticosteroids provide 
a rapid and effective way to control localized psoriasis. For this reason, these 
compounds are frequently used by patients. However, ultra-high potency 
corticosteroids are not recommended for long-term therapy because there 
may be a rebound when they are discontinued and adverse effects such as 
atrophy and telangiectasia may occur. In general, topical treatment is indicated 
for patients with lesions that occupy less than 20 % of the body. 
Systemic treatment is reserved for skin lesions that affect more than 20 % of 
the body surface and for severe forms of psoriasis (psoriatic erythoderma, 
psoriatic arthritis and pustular psoriasis). Biologicals are effective modern 
therapies that are targeted against psoriatic immune pathology and can induce 
long remission periods. In general, the treatment of psoriasis is prolonged and 
often combines topical and systemic therapy, based on the doctor’s experience 
and patient compliance. 
Although there are numerous therapies, psoriasis therapy has been and 
remains a challenge for researchers. In order to improve existing therapies or 
to discover new classes of drugs, there researchers have investigated the use of 
natural extracts and nanotechnology. 
It is well-known that plants (roots, leaves and fruits) containing phenolic 
compounds have very good anti-inflammatory effects. Anthocyanins, the 
pigments that provide color to different plant tissues, are organic molecules 
that prevent the destructive action of free radicals in cells are thus very good 
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antioxidants. The majority of biologically active components from plant 
extracts are poorly absorbed, so their action is very slow [2]. Due to their 
biological activities, these organic compounds are of interest in the food 
industry and in medicine [3-5]. For use in medicine, to potentiate the 
therapeutic role of these molecules, they could be attached as ligands to gold or 
silver nanoparticles. Both gold and silver colloids are non-allergenic. 
Furthermore, neither gold nor silver induce side effects. These metals have 
been intensively used in medicine for the treatment of different diseases 
(arthritis, infections, etc.). Nowadays, silver / gold colloid solutions are 
promoted as dietary supplements against different diseases. It has been found 
that colloidal metals formed in living organisms are assimilated faster than 
natural herbal remedies. 
To be maintained in colloidal form, noble metals have to be surrounded by 
ligands with the same electrical charge. These nanomaterials with attractive 
new properties are synthesized directly or modified with chemical functional 
groups [6-8]. They are tailored to function in a desired application. In 
medicine, these particles are often conjugated with antibodies or drugs which 
permit their use as vehicles for drug delivery, diagnosis imaging or contrast 
agents [9-12]. 
To be used in medicine, metallic nanoparticles have to be non-toxic; as such, 
many studies have been performed on nanomaterials from a toxicological 
point of view. Most studies using these nanomaterials have been performed on 
different cell types in vitro. Even so, new nanomaterials are prepared and 
presented in the literature on a frequent basis. It is very important to verify if 
the new material is toxic or not, especially prior to use in medicine [13]. 
The metallic nanoparticles are prepared by many methods: chemical, physical 
and biological (bacteria, fungus, etc.) [14-21]. Some researchers have found 
that high concentrations of metallic nanoparticles are toxic to the human body. 
Release of these particles into the environment can cause ecological problems, 
as well. So, their use must have some limitations [22-24]. 
This is why the green approach is a very important way to prepare 
nanomaterials based on metallic nanoparticles using natural extracts from 
different parts of plants. Such methods, called “eco-friendly synthesis”, allow 
us to obtain nanomaterials appropriate for use in medicine [25-42]. Studies on 
anthocyanins have been performed investigating their use as sensors for 
metallic ions [43], in surface-enhanced raman scattering (SERS) preparation 
[44], in clinical medicine [45-51], and as antioxidants [52,53], when bonded to 
different non-metallic nanoparticles [54]. Some studies have been performed 
using nanomaterials on porcine skin [55] or for applications such as clinical 
ultrasound gels and topical antimicrobial gels [56,57], for dermal fibroblast 
cells in humans [58], skin diseases [59] and in cosmetics [60]. To our 
knowledge, metallic nanoparticles bonded to anthocyanins as ligands have not 
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been prepared and used in medicine, but are used in the energy industry to 
obtain dye-sensitized solar cells [61,62]. 
The majority of papers that refer to the green synthesis of metallic 
nanoparticles use extracts from leaves or fruits at high temperatures, such that 
the anthocyanins are decomposed. In these cases, metallic nanoparticles are 
surrounded by organic molecules from plants other than anthocyanins. 
Our team is involved in obtaining metallic nanoparticles conjugated with 
anthocyanins from fruit extracts from the Adoxaceae and Cornaceae families. 
Here, we present a part of our study and the use of an eco-friendly synthesis 
method which allowed us to obtain new nanomaterials based on gold / silver 
nanoparticles with anthocyanin molecules from fruit extracts of Viburnum 
opulus L. (VO), which contains the anthocyanin kuromanin chloride (K) as the 
ligand [63]. Comparatively, we have prepared, using the same method, 
nanomaterials with pure anthocyanin kuromanin chloride. 
The prepared nanomaterials were characterized by ultraviolet-visible (UV-Vis) 
and Fourier transform infrared (FTIR) spectroscopy, transmission electron 
microscopy (TEM), X-ray diffraction (XRD), energy dispersive X-ray 
spectroscopy (EDX), thermogravimetric analysis (TGA) and differential 
scanning calorimetry (DSC) analysis. After the nanomaterials were analyzed 
from a toxicological point of view in vitro and in vivo [63-68], they were added 
to a cream base and used in medicine to treat psoriatic lesions. The results 
were statistically assessed. 

18.2. EXPERIMENTAL 

18.2.1. Materials, apparatus and methods 
Chemicals (tetrachloroauric acid, silver nitrate, sodium hydroxide) used for the 
preparation of nanomaterials were of analytical grade, purchased from Merck, 
Germany. The pure anthocyanin (kuromanin chloride) was obtained from 
Sigma-Aldrich. Double distilled water was used for the preparation of 
solutions.  
A JEOL-JEM 1010 (JEOL Inc.) instrument was used to assess the morphology 
and size distribution of the nanoparticles. The absorption spectra of 
synthesized nanoparticles were measured with a Shimadzu UV-Vis 
spectrometer (with a wavelength range between 300–850 nm at room 
temperature). The characterization of the molecular structures that formed 
between organic molecules and metallic nanoparticles was performed with a 
JASCO 6100 spectrometer (spectral domain 5000–500 cm−1; the resolution was 
4 cm−1 with the sample as KBr pellets). The crystalline nature of nanoparticles 
was determined with a D8 Advance Diffractometer with CuKα1 radiation 
(λ = 15.4056 Å) and a Ge (111) monochromator. The elemental analysis (EDX) 
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was performed with an Oxford Instruments with INCA Energy 300 software. 
TGA was performed using a SDT Q600 analyzer. The DSC experiments were 
carried out with a Shimadzu DSC-60 differential scanning calorimeter using 
Shimadzu TA-WS60 and TA60 2.1 version system software for data acquisition 
and analysis. 
A non-invasive, high frequency ultrasound device Dermascan C 20 MHz 
(Cortex Technology, Denmark) has been used for the assessment of psoriasis 
lesions. 

18.2.2. Plant materials 
The extracts from VO fruits (Adoxaceae family) (Figure 1) were obtained 
according to Moldovan et al. [69]. The total anthocyanin content from the 
crude extract was measured using a pH differential method [70,71]. For the 
reaction with metallic ions, the concentration of the anthocyanin solution was 
diluted to 25x10−3 mM. 
 

 
Figure 1. Picture of Viburnum opulus fruits 

 
Some important factors in obtaining nanoparticles were closely followed 
[63,72]. The influence of the VO solution pH on the morphology of gold 
nanoparticles was studied. Anthocyanins in acidic solutions are found in 
cationic form (flavylium ions) but at neutral and basic solutions are found in 
the molecular form and anionic form, respectively (Figure 2). 
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Figure 2. Different pH structures of the major anthocyanin from VO, K 

 

18.2.3. Optimization method 
Experiments were performed in acidic, neutral and basic VO solutions. 
Depending on the pH used, the final solutions had different shades of red or 
purple for gold and yellow or yellow-brown for silver. In Figure 3, TEM images 
of the nanomaterials at different pH levels are shown. At acidic pH, the 
nanoparticles had diameters larger than 100 nm, peaking at 200 nm. At basic 
pH, smaller round and triangular shaped nanoparticles were obtained. At 
pH 7.5, the nanoparticle size was spread over a range of 12–90 nm and 
particles had round shapes. Although a high concentration of nanoparticles 
with a round shape was obtained at basic pH, at this pH, anthocyanin is present 
in chalcone form. Figure 4 shows the UV-Vis spectra of the nanomaterials. 
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AuNPs-VO 

A: pH acid                          B: pH neutral                    C: pH basic 

 
AgNPs-VO 

D: pH acid                       E: pH neutral                        F: pH basic 
Figure 3. TEM images of AuNPs / AgNPs-VO at different pH levels  

(scale bar: AuNPs-VO: A-500 nm, B-100 nm, C-200 nm; AgNPs-VO: D-200 nm,  
E-100 nm, F-200 nm) 

 

 
Figure 4. UV-Vis spectra of AuNPs / AgNPs-VO obtained at different pH levels 

 
In order to obtain the best results in the reduction reaction, the ratio between 
the reactants, the temperature of the solution and the concentration of the 
solution were investigated. 
When using pure anthocyanin, the concentration of the necessary solution for 
the reduction of gold ions was three times higher than when using extracts. It 
is likely that a greater concentration of pure anthocyanin for reduction is 
necessary in this case due to fact that there are other reductants in the extract 
(e.g. sugars). 
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18.2.4. Synthesis of AuNPs / AgNPs-VO and AuNPs / AgNPs-K 
The same method was used to prepare the nanomaterials with VO and K in 
view of the possibility of comparing the new products. 
The procedure of Crisan et al. [63] was applied. The pH of VO and K solutions 
was adjusted to 7.5 with 1 M NaOH. The concentration of the metallic ion 
solutions (HAuCl4, AgNO3) was 1 %. In 200 mL of boiling distilled water, 6.6 mL 
of the silver ion solution and 16.6 mL of the VO / K solution was added rapidly. 
In the case of gold ions, 6.6 mL of the metallic ion solution was added to 
16.6 mL of VO solution or 50 mL of K solution. The solution was continuously 
stirred for 10 min. Gold ion reduction took place after a few minutes in all 
cases; a red-purple color was obtained for VO and a red-mauve color for K. The 
colors of the silver nanoparticle solution were yellow for VO and yellow-brown 
for K. The colloids were stable for three weeks at 4 °C. The nanomaterials were 
centrifuged twice at 15 000 rpm and 4 °C for 10 min, then redissolved in 
double distilled water. For DSC, XRD and FTIR analyses, colloids were dried at 
room temperature on watch glasses. 

18.2.4.1. Calculation of metallic nanoparticle concentrations 
Based on the experimental results and according to the solution quantities and 
their concentrations used, the molar concentrations of metallic nanoparticle 
solutions were found to be 0.114 nM for AuNPs-VO, 1.34 nM for AgNPs-K, 
0.033 nM for AuNPs-K and 4.71 nM for AgNPs-K (considering the mean 
particle diameter in the case of VO of 63 nm for gold and 35 nm for silver and 
in the case of K 95 nm for gold and 23 nm for silver). We found that the 
nanoparticles had a round form and similar dimensions.  
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18.3. RESULTS AND DISCUSSION 

18.3.1. TEM analysis 
TEM is one of the most efficient and versatile methods for the characterization 
of nanomaterials. TEM analysis provides information about the size and size 
distribution, morphology and dispersion of nanoparticles [73,74]. 
 

 

 
Figure 5. Representative TEM images of (a) AuNPs-K and (b) AgNPs-K and the 

associated particle size histograms 

 
Figure 5 presents TEM images and the associated particle size histograms of 
AuNPs-K (a) and AgNPs-K (b). Examination of the TEM images of AuNPs-K 
(Figure 5a) revealed the formation of agglomerated nanoparticles (clusters) 
having a predominantly spherical shape. The size distribution of AuNPs-K was 
obtained by counting more than 100 nanoparticles; the mean diameter was 
found to be 95 nm. The morphology of AgNPs-K (Figure 5b) highlights the 
formation of well-dispersed spherical nanoparticles. The particle size data 
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were obtained from the associated histogram; the average diameter was found 
to be 23 nm. 
The nanomaterials based on gold / silver nanoparticles and natural extracts 
from VO were also characterized by TEM (Figure 6). 
 

 

 
Figure 6. Representative TEM images of (a) AuNPs-VO and (b) AgNPs-VO and the 

associated particle size histograms 

 
One can see the differences between the nanomaterials based on natural 
extracts (AuNPs-VO and AgNPs-VO) and nanomaterials based on pure 
anthocyanin (AuNPs-K and AgNPs-K) in terms of both size and shape. This can 
be explained considering the fact that the natural extract contains, besides 
anthocyanin, other compounds that have a reducing effect. 
The TEM images of AuNPs-VO and AgNPs-VO (Figure 6) reveal the formation of 
well-dispersed nanoparticles with various shapes (spherical, tetrahedral and 
triangular). The nanoparticle diameters were obtained from the associated 
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histograms and were found to be in the range of 30−90 nm for AuNPs-VO 
(Figure 6a) and 20−70 nm for AgNPs-VO (Figure 6b). The mean diameter 
obtained for AuNPs-VO was 63 nm, which is smaller than that obtained for 
AuNPs-K. In the case of AgNPs-VO, the average diameter was 35 and was larger 
than that obtained for AgNPs-K. 

18.3.2. UV-Vis spectroscopy 
UV-Vis spectroscopy is a valuable tool for nanomaterial characterization and 
involves the absorption of near-UV or visible light. The optical properties of 
noble metal nanoparticles have been intensively studied. Metallic 
nanoparticles, in particular gold and silver nanoparticles, exhibit a strong 
absorption band in the visible region of the absorption spectra. This 
absorption band is a result of the coherent oscillation of conduction band free 
electrons induced by the interaction with the electromagnetic field of the 
incident light; this is known as surface plasmon resonance (SPR). This band is 
characteristic for metallic nanoparticles and is absent in the bulk metal 
absorption spectra. The position, intensity and shape of the SPR band depend 
on the size and shape of the particle, interparticle interactions, dielectric 
properties and the surrounding media. By varying the nanoparticle size and 
shape, the maximum absorbance of SPR can be tuned anywhere between  
520–1000 nm [75-77]. 
Figure 7 presents the UV-Vis spectra of nanomaterials based on gold / silver 
and pure anthocyanin. A broad absorption peak was observed in the 
absorption spectra of AuNPs-K (Figure 7a) at 560 nm, while for AgNPs-K 
(Figure 7b) the SPR band appeared at 410 nm. 
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Figure 7. UV-Vis spectra of (a) AuNPs-K and (b) AgNPs-K (dilution 1 : 2) 

 
For nanomaterials based on natural extracts and gold / silver nanoparticles, 
the SPR band appeared at 545 nm for AuNPs-VO (Figure 8a) and 430 for 
AgNPs-VO (Figure 8b). One can see that, in the case of AuNPs-VO, the SPR band 
was narrower and shifted to lower wavelengths, indicating a decrease in 
nanoparticle size, while for AgNPs-VO, the SPR band underwent a small shift to 
higher wavelengths, indicating an increase in particle size.  
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Figure 8. UV-Vis spectra of (a) AuNPs-VO and (b) AgNPs-VO (dilution 1 : 2) 

 
The results obtained from UV-Vis measurements were in concordance with the 
TEM images and confirmed the morphology of the nanomaterials. These 
results are presented comparatively in Table 1. 
 

Table1. Comparison data between UV-Vis and TEM measurements 

 
SPR band position 

[nm] 

Nanoparticle mean 
diameter 

[nm] 

Absorbance 
[a.u.] 

AuNPs-K 560 95 0.12 

AuNPs-VO 545 63 0.70 

AgNPs-K 410 23 0.85 

AgNPs-VO 430 35 0.80 
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18.3.3. XRD analysis 
The experimental XRD patterns of the nanomaterials based on gold / silver 
nanoparticles and pure anthocyanin (AuNPs-K and AgNPs-K) are presented in 
Figure 9. In the case of AuNPs-K, characteristic diffraction peaks were 
observed and assigned to the (111), (200), (220) and (311) planes of the face 
centered cubic (FCC) lattice of metallic gold. In the XRD pattern of AgNPs-K, 
only three diffraction peaks were observed, corresponding to the (111), (200) 
and (311) planes. The most intense peak was assigned to the (111) plane, 
suggesting that AgNPs-K have a predominantly crystalline structure. 
 

 
Figure 9. XRD patterns of the synthesized nanomaterials: AuNPs-K and AgNPs-K 

 
The powder diffraction spectra of the nanomaterials synthesized using natural 
extracts and gold / silver nanoparticles showed five peaks located at 
2θ: 38.14°, 44.31°, 64.56°, 77.64° and 81.85° corresponding to the (111), (200), 
(220), (311) and (222) planes (Figure 10). The dominant peak corresponded 
to the (111) plane, suggesting that both AuNPs-VO and AgNPs-VO are 
crystalline in nature. 

 
Figure 10. XRD patterns of synthesized nanomaterials: AuNPs-VO and AgNPs-VO 
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The size of the synthesized nanomaterials was calculated using the Debye- 
-Scherrer Equation (1): 
 

𝐷𝐷 =  
𝑘𝑘𝑘𝑘

𝛽𝛽s cos 𝜃𝜃
                               (1) 

 
where D is the nanomaterial’s diameter, k is the Scherrer constant, λ is the 
wavelength of radiation, βs is the full peak width and θ is the diffraction angle 
[78,79]. The Scherrer constant is approximately equal to unity (the most cited 
value in the literature for k is 0.9) and is related to the crystalline shape 
[80,81]. Therefore, the following diameters were estimated for the crystallites: 
DAuNPs-K = 30.2 nm, DAgNPs-K = 7.7 nm, DAuNPs-VO = 25 nm and DAgNPs-VO = 24 nm. 
Due to the fact that one nanoparticle may contain multiple crystallites, the 
diameters obtained by XRD are smaller than those obtained by TEM analysis. 

18.3.4. FTIR spectroscopy 
Vibrational spectroscopy is a useful technique for nanomaterial 
characterization [82,83]. Both FTIR and Raman spectra can provide 
information on nanomaterial composition, but some disadvantages are 
encountered. For FTIR experiments, the complexity of the spectrum is 
regarded as a problem when working with a complex mixture, while for the 
Raman studies, fluorescence interference poses important challenges. 
Nevertheless, FTIR and Raman spectroscopy can be considered for chemical 
nanoparticle surface characterization [84,85]. 
In the present chapter, we used FTIR spectroscopy for the identification of 
molecules linked to the surface of gold and silver nanoparticles. The FTIR 
spectra of kuromanin chloride (cyanidin-3-glucoside) and gold nanoparticles 
functionalized with kuromanin chloride (AuNPs-K) are shown in Figure 11. 
Second derivative spectra were also employed for the separation of 
overlapping signals. 
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Figure 11. Solid FTIR spectra of K and gold nanoparticles functionalized with K 

(AuNPs-K) in the region 1800–500 cm−1; second derivative spectra of K in the region 
1470–1432 cm−1 and AuNPs-K in the region 1690–1590 cm−1 

 
In K, the peak centered at 1640 cm−1 could be related to the stretching 
vibrations of the aromatic C=C from anthocyanin (νC=C); the bending vibration 
of water (from the KBr pellet or the water from K) can also appear in this 
region [86,87]. In AuNPs-K, the band at 1640 cm−1 broadens and new 
vibrations appear at about 1705, 1658, 1647, 1636, 1626 and 1618 cm−1, 
indicating the formation of C=O bonds and a change in ring in-plane vibrations 
from the benzopyrylium unit when anthocyanin is linked to the gold surface 
(Figure 11; AuNPs-K and AuNPs-K second derivative spectrum) [88]. The FTIR 
bands located at 1588, 1571, 1519, 1489, 1444 and 1414 cm−1 in K can be 
ascribed to aromatic ring vibrations [86,88]; these bands disappear in AuNPs-
K, which is consistent with the changes discussed above. The band observed at 
1457 cm−1 could be from the β-glucopyranose moiety (O–C–H and C–C–H 
bending vibrations) [89]. This band is clearly seen in AuNPs-K (Figure 11) and 
it is masked in K (Figure 11; K second derivative spectrum). Its presence in the 
AuNPs-K spectrum indicates the existence of a sugar moiety in anthocyanin 
linked to the gold nanoparticle surface.  
The 1400–1200 cm−1 region in the anthocyanin spectrum was strongly affected 
by interaction with the gold surface. The band located at 1329 cm−1 may be 
attributed to inter-ring stretching vibrations and could be used as a marker of 
the change in aromaticity and π-electron delocalization within the rings 
[86,90]. The other vibrations appearing in this region are mainly due to in-
plane O–H bending mode, δO–H coupled with C–OH stretching vibrations from 
phenols, νC–O, and also to asymmetric C–O–C stretching vibrations from 
ethers, νasC–O–C [86-88]. These bands disappear in the spectrum of 
anthocyanin coated gold nanoparticles. However, in AuNPs-K, new vibrations 
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were seen in the 1411–1360 cm−1 domain; some of these vibrations could be 
associated with the frequencies from 1705–1610 cm−1 and could indicate a 
C=O / gold interaction. This situation is similar to that observed for metallic 
chelates of conjugated ketones: when the C=O group is weakened by resonance 
between C–O–M and C=O–M, the frequencies appear in the 1620–1610 cm−1 
and 1390–1309 cm−1 ranges [91]. 
In the 1200–1000 cm-1 region, related to C–O stretching vibrations from 
pyranose coupled with C–C stretching and symmetric C–O stretching from 
ethers, some changes were observed. The difference between the two spectra 
was probably due to the transformation that occurred in the β-pyranose 
conformation after linking anthocyanin to gold nanoparticles and also to the 
disappearance of symmetric C–O–C stretching vibrations of aromatic ethers. 
The band at 982 cm−1, ascribed to symmetric ring vibrations of β-pyranose, 
also reveals the existence of a β-pyranose moiety on the surface of gold 
nanoparticles in the AuNPs-K spectrum [88]. 
Taken together, the comparison of the two FTIR spectra, kuromanin chloride 
and AuNPs-K, indicates that the anthocyanin was bound to the surface of the 
gold nanoparticles. Significant changes related to π-delocalization between the 
benzopyrylium and phenol moieties were observed after the interaction of 
anthocyanin with gold nanoparticles. 
European cranberry bush (VO) berries contain chlorogenic acid, cathechin, 
epicatechin, cyanidin-3-glucoside, cyanidin-3-rutinoside and different 
glucosides of quercetin [92]. According to Velioglu, between the two 
anthocyanin pigments, cyanidin-3-glucoside (kuromanin) is dominant in VO 
juice. In the FTIR spectrum of VO, the kuromanin seems to adopt the 
quinonoidal conformation under our experimental conditions, i.e. pH 7.5. Thus, 
the band located at 1732 cm−1 could be the result of C=O stretching, and the 
absence of this band (Figure 12) may be associated with the aromaticity of 
kuromanin chloride (see the above discussion and Figure 11). 
 

 
Figure 12. Solid FTIR spectra of VO extract in the 1800–500 cm−1 region 
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In the 1200–1000 cm−1 region, the vibrations can be assigned to C–O stretching 
from pyranose coupled with C–C stretching and symmetric C–O stretching 
from ethers. The hydroxybenzoic acid, epicatechin and quercetin derivatives 
also possess strong vibrations in this spectral domain [93]. The band at 
984 cm−1, ascribed to symmetric ring vibrations of β-pyranose, reveals the 
existence of a β-pyranose moiety in the VO spectrum [88]. 
In Figure 13, the solid FTIR spectra of gold nanoparticles obtained using 
kuromanin chloride (AuNPs-K) or VO extract solution (AuNPs-VO) are 
presented. For better comparison, the difference spectrum between AuNPs-VO 
and AuNPs-K is also shown. 
 

 
Figure 13. Solid FTIR spectra of gold nanoparticles obtained using kuromanin chloride 

(AuNPs-K) or VO extract (AuNPs-VO) and their difference spectrum in the  
1800–500 cm−1 region 

 
As shown in Figure 13, only few differences in the vibrational features of the 
two types of gold nanoparticles could be detected: an increase in the intensity 
of the peaks from 1398 and 1144 cm−1 and a reduction in the intensity of the 
frequencies located at 1385, 1161 and 1113 cm−1 when VO was used for gold 
nanoparticle synthesis. 
The FTIR spectrum of silver nanoparticles obtained with kuromanin chloride 
(AgNPs-K) reveals almost the same bands as AuNPs-K; some differences seem 
to appear in the region 1711–1611 cm−1 and 1470–1450 cm−1 (Figures 11 and 
14). 

495 



Chapter 18 

 
Figure 14. Solid FTIR spectra of silver nanoparticles functionalized with kuromanin 
chloride (AgNPs-K) in the 1800–500 cm−1 region and second derivative spectrum in 

the 1690–1600 cm−1 region 

 
The presence of anthocyanin on the surface of silver nanoparticles could also 
be seen when the VO extract was used for the synthesis of silver nanoparticles 
(Figure 15). The difference spectrum between the two types of silver 
nanoparticles, diff [(AgNPs-VO)–(AgNPs-K)], highlights a decrease in band 
intensities from 1631 and 1465 cm−1 and a significant increase in the intensity 
of the peak at 1385 cm−1 when VO was used as the reducing agent. 
 

 
Figure 15. Solid FTIR spectra of silver nanoparticles obtained using kuromanin 

chloride (AgNPs-K) or VO extract (AgNPs-VO) and their difference spectrum in the 
1800–500 cm−1 region 
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In conclusion, anthocyanin is the major ligand bound to the surface of gold or 
silver nanoparticles, regardless of the protocol (with kuromanin chloride or VO 
extract) used for the synthesis of functionalized metallic nanoparticles. 
 

18.3.5. EDX analysis 
The analysis confirmed the presence of Au0/Ag0 in the samples by the 
appearance of a large peak for metals. Weak peaks for oxygen and carbon also 
confirmed the binding of organic molecules to the surface of gold / silver 
nanoparticles, as can be seen in Figure 16. In each case, three samples were 
analyzed and the mean for AuNPs-VO was found: approximately 89.52 % gold, 
4.76 % oxygen and 7.30 % carbon. In the case of AgNPs, the results were found 
to be: 80.76 % silver, 3.62 % oxygen and 5.39 % carbon. 
 

  
Element Weight % Atomic % 

C K 8.96 53.62 

O K 3.19 14.32 

AuM 87.85 32.00 

Totals 100.00  

 
Element Weight % Atomic % 

C K 28.87 63.75 

O K 12.68 21.02 

Cl K 1.73 1.29 

AgM 56.72 13.94 

Totals 100.00  

Figure 16. EDX spectra and field-emission scanning electron micrograph (FESEM) of 
AuNPs / AgNPs-VO 
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Analyses indicated that the ligand involved in the formation of these 
nanomaterials contained only carbon and oxygen. 
 

18.3.6. TGA / DSC analysis  
It is known that the decomposition of anthocyanins is temperature sensitive. 
The decomposition of kuromanin chloride was assessed by Wang et al. [94], 
and they concluded that it takes place in three stages between 30–390 °C. In 
the first stage, glucose is cleaved from the anthocyanin to produce cyanidin. In 
the second stage, the amount of anthocyanin is decreased to 13 %. Between 
300–390 °C, anthocyanin is degraded completely, and a large mass loss 
appears after heating to 390 °C. In the third stage, the mass loss of 37 % 
corresponds to the decomposition of sugar. 
In our case, in the TGA profile (Figure 17), one can see the decomposition 
temperature of AuNPs / AgNPs-VO at higher values (800 °C). This indicates the 
stability of organic molecules when they are bound to the gold surface. In the 
case of AuNPs-VO, the decomposition of organic molecules from the surface of 
the metal also took place in three stages between 110–450 °C, 450–800 °C and 
800–900 °C. For AgNPs-VO, decomposition occurred in two stages between 
200–450 °C and 450–810 °C. The shift in the decomposition temperature 
towards higher values also occurred in the case of amino acid capped gold 
nanoparticles [95]. 
The mass percent of organic molecules bound to gold clusters was 
approximately 9.93 % (we assume that the first step weight loss of 0.6746 % 
represents the desorption of water). Thus, 89.40 % of the gold remained, 
which is comparable with the EDX results for AuNPs-VO, i.e. 89.52 %. In the 
case of AgNPs-VO, the percent desorption of water was 1.033 % and the mass 
percent of organic molecules bound to silver nanoparticles was approximately 
23.7 %. The remaining mass percent of silver was 75.27 %, comparable with 
the results obtained by EDX, i.e. 80.76 %.  

 
Figure 17. TGA profile for AuNPs-VO and AgNPs-VO 

498 



Green nanomaterials for psoriatic lesions 

TGA and DSC analysis of nanomaterials based on metallic nanoparticles are 
very commonly studied with respect to sintering nanoparticle inks for printed 
electronics [96-100]. Yu et al. [99] presented TGA results and DSC profiles of 
AgNPs–organic molecules (in their case, the silver nanoparticles were obtained 
using sodium polyacrylate and ascorbic acid) with sizes of 20–30, 30–40 and 
100–120 nm. The DSC analyses showed some exothermic peaks in the 
temperature range of 200–280 °C. They concluded that these peaks were due 
to the surface sintering reaction of AgNPs or the recrystallization of 
nanoparticles by heating. For AgNPs 100 nm in size, there was no exothermic 
peak in the DSC curve, likely due to the fact that surface sintering is more 
difficult for larger AgNPs. At low temperatures, smaller AgNPs readily coalesce. 
The research of Smith and Hutchinson [100] indicated the dependency of the 
sintering process on the size of the nanoparticle and ligand shell. TGA revealed 
that the free ligand decomposed at lower temperatures in comparison with the 
ligand bound to the nanoparticle. They showed that degradation is dependent 
on the composition rather than the size of the molecule. When the core size of 
nanoparticles was different but they bore the same ligand, it was found that 
larger nanoparticles lose ligands and sinterize more readily than smaller 
nanoparticles. This behavior suggests a greater stability of the ligand shell on 
smaller nanoparticles. Based on TGA and DSC analyses, they deduced that 
sintering is triggered by a very small amount of ligand loss. The sintering 
process is initiated and then the ligand is rapidly removed from the metallic 
surface and forms a porous film. This study showed that it is important to take 
into consideration both the nanoparticle core size and the ligand identity in the 
process of sinterization. 
A DSC thermogram of free anthocyanin was presented by Santos et al. [3]. The 
decomposition of free anthocyanin took place in the range of 150–200 °C.  
In our case, thermal effects on nanomaterials were measured by DSC under a 
nitrogen flow. The endothermic peak showed the decomposition of pure 
anthocyanin in the range of 210–240 °C [101]. The AuNPs-K presented an 
endothermic peak at 50 °C, which represents water desorption, and an 
exothermic peak at 160–210 °C, which represents crystalline rearrangement 
by the sintering of metallic aggregates. For AgNPs-K, a small endothermic peak 
was seen at 160 °C, representing some decomposition in organic molecules; 
after that, a peak at 170–210 °C representing crystalline rearrangement was 
found. This behavior suggests that, in the case of AuNPs-K, the lack of an 
organic molecule decomposition signal is due to the large particle diameter 
(Figure 18). 
In the case of AuNPs-VO, there was a large exothermic peak at 300–400 °C and 
for AgNPs-VO at 280–450 °C, both representing the recrystallization of 
nanoparticles by heating. 
 

499 



Chapter 18 

 

   
Figure 18. DSC curves for K, AuNPs-K, AgNPs-K, VO, AuNPs-VO and AgNPs-VO 

 
We estimated by computation the number of ligand molecules coordinated 
onto the metallic nanoparticle as being 525 for gold and 355 in the case of 
silver (knowing the concentrations and the volumes of the solutions used in 
the synthesis). 
A schematic representation of the formation of colloidal metallic nanoparticles 
is presented in Figure 19. 
 

 
Figure 19. Schematic diagram for AuNPs / AgNPs-K formation 
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18.4. APPLICATION OF NANOMATERIALS ON PSORIATIC 
LESIONS 

The AuNPs / AgNPs-VO and AuNPs / AgNPs-K described above [102,103] were 
added to an emollient cream (patent in preparation). 
The aim of this study was to assess changes to the skin induced by topical 
therapy based on VO / K conjugated with metal nanoparticles in patients with 
psoriasis. The research incorporated a clinical study, an ultrasound evaluation 
and statistical evaluations. 
The clinical study was performed at Dermatology Clinic, Cluj-Napoca, Romania. 
All patients with a diagnosis of psoriasis vulgaris, confirmed by pathology, were 
aged between 35–63. The skin erythematous squamous plaques covered less 
than 15 % of the body surface. The study was approved by the Ethical 
Committee of the University of Medicine and Pharmacy Iuliu Hatieganu  
Cluj-Napoca Romania. The picture in Figure 20 shows one of these cases. 
 

 
Figure 20. Psoriatic lesion – before treatment 

 
In recent decades, high frequency ultrasonography using probes of at least 
20 MHz has been used in dermatology to non-invasively assess different skin 
lesions and the efficacy of therapy. Different published studies have shown that 
following different topical treatment for psoriasis plaques, there is a decrease 
in dermal thickness and a corresponding increase in dermal echo density. 
Consequently, a ultrasound evaluation was performed with a Dermascan C 
device (Cortex Technology, Denmark) at 20 MHz, which permits the in vivo 
acquisition of cross-sectional images of the skin up to 2 cm in depth. The 
device is made up of a transducer, an elaboration system and a data storage 
system. The ultrasonographic images were processed using specific software 
(Dermavision). The amplitudes of the echoes of the pixels are given as a value 
on a numerical scale that ranges from 0–255. The low-echogenicity pixel area 
corresponds to the interval 0–30, the high echogenicity pixels to the interval 
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200–255 and the medium echogenicity pixels to 509–150. On a normal 
cutaneous image, the epidermal echogenicity appears as a white band, and the 
dermis is a combination of pixels of different amplitudes that may indicate 
different local processes. An increased number of low echogenicity pixels 
organized as a band or as diffuse localized process may indicate an 
inflammatory reaction or edema. 
For every subject, we assessed the thickness of the epidermis and dermis in 
millimeters and the echogenicity variation by comparing the number of pixels 
with different amplitudes before and after therapy, at the same lesion. 
For six weeks, patients underwent only topical treatment. They used creams 
with 2 % AuNPs-VO or AgNPs-VO every day, and then creams with Au-K and 
Ag-K, for different lesions. Figure 21 shows the good effect of the creams on the 
same patient whose knee was shown in Figure 20. 
 

 
Figure 21. Psoriatic lesions – after treatment with AuNPs-VO cream 

 
In order to determine the significance of the observed results, the 
ultrasonographic data were mathematically assessed. 
Concerning the nanomaterials based on AuNPs-VO / AgNPs-VO, the anti- 
-inflammatory effect was the best (compared with all other creams) in the case 
of the gold product (the mean value of skin thickness decreased from 
3437.75 mm to 938 mm). The good results were statistically significant 
according to a two-tailed Student’s t-test, a good correlation was found in the 
data. The good correlation is between the thickness of skin and the 
antiinflamatory effect of the cream based on gold nanoparticles, in the sense 
that the thickness decreasness is perfectly correlated with the using of this 
cream. The p value was 0.005 (level of significance) and the correlation 
coefficient R = 87.4 %. Figure 22 also shows the good anti-inflammatory effect 
of AuNPs-VO. 
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Figure 22. Anti-inflammatory effect of AuNPs-VO / AgNPs-VO after treatment  

 
Concerning the nanomaterials AuNPs-K / AgNPs-K, good results were also 
found for the gold nanomaterial. The mean value of skin thickness decreased 
from 1438.1667 at 1164.8333 mm. Unfortunately, the data did not correlate, 
so we cannot state that the result is statistically significant, and may have 
occurred due to chance. 

18.5. CONCLUSION 
Bio-nanomaterials based on gold / silver nanoparticles and anthocyanins from 
natural extracts, such as pure kuromanin chloride, were prepared using a 
green synthesis method. These nanomaterials were investigated from the 
morphological, structural and thermal point of view. The obtained 
nanomaterials were stable for 3 weeks, if kept at a temperature of 4 °C. Due to 
their biocompatibility and stability, these nanomaterials were successfully 
used as a medical treatment. For this reason, gold and silver nanoparticles 
were added to emollient creams, which were used on psoriatic lesions in 
several groups of patients; remarkable improvements in disease conditions 
were observed. The best results were obtained using the AuNPs-VO 
nanomaterial. The use of creams based on new hybrid materials may be 
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extended to other types of dermatoses that have topical therapy as the first 
indication. 

18.6. FUTURE WORK 
In the near future, we intend to prepare new gold / silver nanoparticles based 
on semisynthesis compounds with pure anthocyanin and tryptophan. These 
new nanoproducts will be introduced in creams for psoriatic lesions, taking 
into consideration that lower levels of epidermal tryptophan are involved in 
many types of skin disease. 
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